


SIGMA

Optical and Solar Properties Sigma 05

Sigma 14 Sigma 20 Sigma 28 Sigma 36 Sigma 50

HanitaTlek
Window Films

Visible Light Transmitted 5% 14% 20% 28% 36% 50%
Visible Light Reflected 6% 6% 6% 6% 7% 7%

Total Solar Energy Reflected 6% 6% 6% 6% 7% 7%

Total Solar Energy Absorbed| 72% 60% 57% 52% 48% 39%
Total Solar Energy Transmitted| 22% 34% 37% 42% 45% 54%
Total Solar Energy Rejected 60% 53% 50% 47% 44% 38%
UV Radiation Rejected 99% 99% 99% 99% 99% 99%

All products are sold upon condition that purchasers shall make their own tests to determine the suitability of
such products for their particular purposes and uses, and that purchasers assume all risks and liability for their
results of use the products, including use in accordance with seller’'s recommendation. Nothing in this bulletin
constitutes permission or a recommendation to practice or use any invention by any patent owned by the seller
or by others. Any warranty, whether expressed or implied, of merchantability or of fitness for any purpose
whatsoever is hereby excluded. Products will meet seller’s standard specifications therefore, seller’s liability in
respect thereof or in connection there with shall only be as will be set forth in seller’s current general terms and
conditions for the manufacture and sale of goods.
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